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Production of Natural Rubber (NR) in the country
during November 2005 increased to 93,505 tonnes over
the production of 89,065 tonnes during November 2004.
The cumulative production during the first eight months
of the current financial year was 515,595 tonnes at a
growth of 3.5 percent over the production during the
corresponding period of the previous year. The
production provisionally estimated for December '05 is
96,000 tonnes.

Consumption of NR during November'05 slightly
decreased to 66, 550 tonnes from 66,725 tonnes during
October '05. The total consumption during April to
November '05 was 530,395 tonnes as compared to
498,925 tonnes, registering a growth of 6.3 percent
during the same period last year. The growth in
consumption in the auto tyre manufacturing sector
during the first eight months of the current year reflected
a growth of 9.1 percent as against 8.0 percent achieved
during the same period of the previous year, where as
the growth in the non-tyre sector was 3.1 percent
compared to 1.7 percent in the same period of the
previous year. The consumption provisionally estimated
for December '05 is 68,000 tonnes.

Import of NR in the country during November '05 was
676 tonnes as compared to 4,658 tonnes during
November '04. The total import during the first eight
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months of the current year was 39,702 tonnes as
against 48,598 tonnes during the corresponding period
of the previous year. The export of NR during November'05
was 11,381 tonnes compared to 9,880 tonnes during
November '04. The cumulative export of NR for the
first eight months of the current year was 44,156 tonnes
as against 33,748 tonnes during the same period of
the previous year. Stock of NR at the end of
November'05 was 92,430 tonnes.

Synthetic Rubber (SR) Production in the country
decreased to 8,240 tonnes during November'05 from
8,757 tonnes during the previous month. The cumulative
production of SR during April to November '05 has
increased to 63,899 tonnes over the production of
62,168 tonnes during the corresponding period of the
last year registering a growth of 2.8 percent.
Consumption of SR slightly decreased to 19,560
tonnes during November '05 from 19,645 tonnes during
October'05. The total consumption of SR during the first
eight months of the current year showed an increase
of 5.0 percent to 156.650 tonnes as against 149,130
tonnes during the corresponding period of the previous
year.

The trend in the prices of different grades of NR at
Kottayam market for the period from January '05 to
January '06 is given below.

Price of Rubber in Kottayam Market.

(Rupees per quintal)

Month RSS 1 RSS 2 RSS 3 RSS 4 RSS 5 Latex (60%) EBC

(drc) 2X
January 2005 5668 5568 5468 5311 5152 6840 5122
February 2005 5524 5424 5324 5149 5008 6805 4999
March 2005 5795 5695 5595 5447 5338 6752 5290
April 2005 6116 6016 5916 5840 5745 6877 5598
May 2005 6540 6440 6340 6214 6075 7019 5819
June 2005 6513 6413 6313 6173 6000 7146 5723
July 2005 6827 6727 6627 6562 6255 7024 5812
August 2005 6433 6333 6233 6084 5731 7079 5496
September 2005 6364 6242 6142 6034 5734 6958 5702
October 2005 6906 6806 6706 6555 6327 7651 6196
November 2005 6923 6823 6723 6566 6344 7605 6281
December 2005 7244 7144 7044 6886 6671 8199 6561

\_ January 2006 7742 7633 7528 7360 7171 8986 7022 Y,
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4 (Metric Tonnes) h
Percentage
increase (+)/
decrease (-)
during Apr.2005
Nov.2005 Nov.2004  April2005  April2004  April 2004  to Nov. 2005
to to to compared to
Nov.2005 Nov.2004 Mar.2005 Apr. 2004 to
Nov. 2004
@ @) ©) 4) ©) (6)
PRODUCTION
NATURAL RUBBER
Solid Block Rubber 9295 8440 55090 55125 84275
Latex Concentrates (DRC) 8780 8495 51345 48600 78795
Pale Latex Crepes 260 245 1555 1360 2070
RSS 69185 66110 373420 360260 532155
Others 5985 5775 34185 33000 52370
Total 93505 89065 515595 498345 749665 (+) 3.5
SYNTHETIC RUBBER (P)
Styrene Butadiene (SBR) 1236 1413 11601 12206 18893
Poly butadiene (BR) 5940 5275 43446 42142 63762
Others 1064 1187 8852 7820 11554
Total 8240 7875 63899 62168 94209 (+) 2.8
Total NR & SR 101745 96940 579494 560513 843874 (+) 3.4
CONSUMPTION |
NATURAL RUBBER
Solid Block Rubber 8025 9345 82245 80980 117130
Latex Concentrates (DRC) 6485 5840 47650 46445 71880
Pale Latex Crepes 205 170 1500 1470 2210
RSS 48165 42275 370425 342925 519855
Others 3670 3485 28575 27105 44330
Total 66550 61115 530395 498925 755405 (+) 6.3
Out of which Auto Tyre Manufacturers 36645 33146 291659 267443 406226 (+)9.1
SYNTHETIC RUBBER
SBR 6305 6095 52865 50450 75610
BR 5640 5350 45585 43195 64620
Others 7615 7615 58200 55485 84420
Total 19560 19060 156650 149130 224650 (+) 5.0
Out of which Auto Tyre Manufacturers 11266 10679 92796 87159 131267 (+) 6.5
Total NR & SR 86110 80175 687045 648055 980055 (+) 6.0
Out of which Auto Tyre Manufacturers 47911 43825 384455 354602 537493 (+)8.4
N /

* Indigenous and imported
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4 (Metric Tonnes) )
Nov. 2005 Nov. 2004  April 2005 April 2004 April 2004
to to to
Nov. 2005 Nov. 2004 March 2005
@) @) ©) Q) ©)
IMPORT (P)
NATURAL RUBBER 676 4658 39702 48598 68718
SYNTHETIC RUBBER
SBR 5420 4361 39575 35899 52449
BR 2145 492 7979 4946 7475
Others 4625 5206 36789 35523 53171
Total 12190 10059 84343 76368 113095
Total NR & SR 12866 14717 124045 124966 181813
EXPORT OF NR (P) 11381 9880 44156 33748 46169
STOCK AT THE END OF NOVEMBER 2005
NATURAL RUBBER (Tonnes) (Tonnes)
With Growers 35210 Ribbed Smoked Sheets 47810
With Dealers & Processors 23720 Estate Brown crepes and remilled crepes 7860
Latex (drc) 10620
With Auto tyre units (C) 23657 Pale latex crepes 465
With Other manufacturing units (C)9843 Block Rubber 8860
Scraps (drc) 16610
Other grades 205
Total 92430 Total 92430
(Rounded)
(C: including transit)
SYNTHETIC RUBBER
Producers 5535 SBR 9280
Auto Tyre units 16827 Others 15270
Other manufacturing units 2188
Total 24550 Total 24550
RECLAIMED RUBBER Nov. 2005 Nov.2004  April 2005 April 2004  April 2004
to to to
Nov. 2005 Nov. 2004 Mar. 2005
@) &) ©) ) ©)
Production @ 6575 6305 51480 49140 73060
Consumption 6515 6310 51200 48690 72905
Out of which Auto Tyre Manufacturers 1888 1709 14917 12834 19908
Stock with Manufacturers 3900 3850 3555
(end of month/year)
@ Indigenous purchase by manufacturers
K P - Provisional )
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LIST OF MANUFACTURERS WHOSE CONSUMPTION OF
NATURAL RUBBER EXCEEDED 1000 TONNES DURING 2004-05

(The listing is done in descending order of consumption)

MRF Ltd. 124 Greams Road, Chennai - 6 Tamil Nadu.

Apollo Tyres Ltd. 6th Floor, Cherupushpam Bldg, Shanmugham Road, Kochi-31, Kerala.

JK Industries Ltd. 3, Bahadur Shah Zafar Marg. New Delhi-2

Ceat Ltd. 463, Dr. Annie Besant Road, Mumbai -400025, Maharashtra.

Birla Tyres, Shivam Chambers, 53, Syed Amir Ali Avenue, Kolkota -19, West Bengal.
Goodyear India Ltd. Ballabgarh - 121004, Mathura Road, Faridabad, Haryana.

Ralson (India) Ltd. Ralson Nagar, G.T. Road, Ludhiana-3, Punjab.

Balkrishna Industries Ltd. 72, N.M Joshi Marg. Mumbai-11, Maharashtra.

Metro Tyres Ltd. B-27 Focal Point, Dhandari Kalan, Ludhiana, Punjab.

10. Govind Rubber Ltd. Jugiana, Ludhiana, Punjab.

11. TVS Srichakra Ltd. Perumalpatti Road, Vellaripatti , Melur Taluk, Madurai, Tamil Nadu.

12. Goodyear South Asia Tyres (P) Ltd., H -18, MIDC, Waluj, Aurangabad- 431136, Maharashtra.
13. Falcon Tyres Ltd. KRS Road, Mettagalli, Mysore-16, Karnataka.

14. Hindustan Tyre Company, G-3, Textile Colony, Indl. Area 'A’, Ludhiana-3, Punjab.

15. Poddar Tyres Ltd., Poddar Nagar, Ludhiana, Punjab.

16. Bridgestone India (P) Ltd., Kheda Growth Centre, P.O. Sagore, Dhar, Madhya Pradesh.

17. Paragon Rubber Inds., Kumaranalloor, Kottayam, Kerala.

18. Elgi Tread( India) Ltd., Elgi House, 1789 Trichy Road, Coimbatore- 45, Tamil Nadu.

19. Relaxo footwears Ltd., Plot No. 327, MIE Bahadurgarh, Haryana.

20. Hartex Rubber Ltd. Plot No. 106, Sri Venkateswara Co.op. Indl. Estate, Medak, Andhra Pradesh.
21. Monotona Tyres Ltd., Bhiwandi Wada Road, Thane, Maharastra.

22. Ralson Industries Ltd. Plot No. 3, New Indl. area, Mandideep, Dist Raisen, Madhya Pradesh.
23. Kurlon Ltd, Jalahalli Camp Road, Yeshwanthpur, Bangalore - 22, Karnataka.

24. Banik Rubber Industries, Jessore Road, Madhyamgram P.O., 24 Parganas (N), West Bengal.
25. Bata India Ltd., Batanagar, 24 Parganas (S), West Bengal.

26. Phoenix Yule Ltd., P.O. Gayeshpur, Kalyani, Nadia Dt., West Bengal - 741234.

27. Garware Elastomerics Ltd., Plot No.C - 2, MIDC, Wai, Satara Dt., Maharashtra.

28. Preston India (P) Ltd., Peenya Indl. Area, Bangalore-58, Karnataka.

29. Speedways Tyres Ltd., Suchipind, Bye Pass, G. T. Road, Jalandhar, Punjab.

30. Ahuja Continental Ltd., Bangalore, Karnataka.

31. Vilas Polymer Ltd. 312 Aminpur Road, Bachupally, R.R.Dt., Andhra Pradesh.

32. Sundaram Industries Ltd., 23, Usilampatti Road , Kochadai, Madurai - 625016, Tamil Nadu.
33. Elastrex Polymers (P) Ltd., Gangadharna Palya, Kasaba Hubli , Bangalore - 562123, Karnataka.
34. Rubfila International Ltd., New Indl. Area, Menon Para Road, Kanjikode, Palakkad - 678621, Kerala.
35. Kanam Latex Inds (P) Ltd., West Peruvilai, Pallavilai, Nagercoil -3 , Tamil Nadu.

36. TTK. LIG Ltd., 35 Old Trunk Road, Pallavaram, Chennai -43, Tamil Nadu.

37. Paragon Polymer Products (P) Ltd., Salem, Tamil Nadu.

38. Malhotra Rubbers Ltd, D 4, Sector XI, Noida - 201 301, Uttar Pradesh.

39. Enkay (India) Rubber Co. Ltd. 1st Milestone, Basai Road, Gurgaon- 122001, Haryana.

40. Hindustan Latex Ltd., Peroorkada, Thiruvananthapuram, Kerala.

41. Azam Rubber (P) Ltd. Al -9, Sector 13, GIDA, Gorakhpur, Uttar Pradesh.

42. Hindustan Rubbers (Silvassa), Village Kharadpada, Dadra & Nagar Haveli.

43. Oriental Rubber Industries Ltd., Gat No. 525, Koregaon Bhima, Shirur TK, Pune, Maharashtra.
44. Duroflex Coir Inds (P) Ltd. Chungom, Alappuzha, Kerala.

45. Lakhani Foot Care Ltd., 5/2 Milestone, Dev Guraia Road, Indore, Madhya Pradesh.

46. Elite India Rubber Products (P) Ltd., 64 C, Topsia Road, Kolkota - 46, West Bengal.

47. Mascot Footcare, C- 25, 26, 27, Phase II, Noida.

48. Kohinoor India Ltd., Jalandhar, Punjab.

49. Lakhani India Ltd, Faridabad, Haryana.

50. Forech India Ltd., Sonepat, Rai Dt., Haryana.

51. Vanshi Rubber Ltd., Lingojiguden, Nalgonda Dt., Andhra Pradesh.

52. Sempertrans Nirlon Ltd, Ddhatav-Roha, Maharashtra.

53. Hartex tubes Ltd, Plot. N0.88 & 90, Vill Mondha, Hingna, Dt. Nagpur, Maharashtra

54. Century Fibre Plates P. Ltd, IDA, Bolaram Via, Ramachandrapuram H. F, Hyderabad-32
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